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1 1. Tén mau : HDPE 50 x 3,0 (PE100) i
Name of sample 2
5. Mé ti mau : Mau thir nghiém do khach hang 14y mAu, tén miu va théng tin vé miu do
Description khacii hang cung cép. / Testing sample was sampled by custorer, sample |
name and sample information were supplied by customer.
: 07 %..g shua mau den/ Black plastic pipes
3. 86 lugng == ss0l
Quantitv
4. Ngay i . 04/09/2920
Date of roceip:
5. Thoi gian thir nghiém  :  07/09/2020 — 21/09/2020
Testing duration ' :
6. Noi giri mau : CONG TY TNHH SX NHUA VA TM LY XU:.« LAN |
Customer B11/35 Ap 2, Trin Pai Nghia, Xa Tan Kién, Binh Chznis, !
TP Hb Chi Minh I
7. Két qua thir nghiém I
Test results
4 ]“ Tén chi tiéu Don vi Phuong phép the | Kéi qua wir nghiér | !
E | Characteristic tinh Test method Test result '
: Unit l
1 7.1 D thay doi kich thudc theo chiéu doc % ISO 2505 : 2005 0,7
1 (110°C; 60 min)/ Longitudinal (Air oven)
reversion (110°C; 60 min),
- |7.2D¢ bén ddi véi 4p sudt bén trong & 20 ISO 1167-1:2006 | Khong 1o ri/
3 °C (4p luc nuéce 1,58 MPa trong 100 ISO 1452-2 : 2009 | No leakage
gits)/ Resistance to internal pressure at
| 20°C (1,58 MPa; duration: 100 h)
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[ S0 kb ¢, ; B 1 gisi miu. / Name of sample(s) and customer ¢
. f‘:"ﬂ«l: ,‘:rf;j:m r""“t B vén k = 2, mic tn cdy 95 %
| g L A hk = 2, at 95 % confidence level JplaR
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